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Publishing infor mat ion

This part of BS 6073 is published by BSI and came into effect 

on 30  2008. It was prepared by Subcommittee B/519/1, 

Masonry  un its, under the authority of Technical Committee B/519, 

Masonry  and associa ted  testing. A list of organizations represented 

on these committees can be obtained on request to its secretary.

Super session

This part of BS 6073 supersedes BS 6073-2:1981, which is withdrawn.

Relat ionship w it h ot her  publica t ions

This part of BS 6073 was originally developed as a method for 

specifying masonry units in accordance with BS 6073-1, which has been 

withdrawn and superseded by BS EN 771-3 and BS EN 771-4.

This new edition of BS 6073-2 is intended to provide a guide to the 

understanding and application of BS EN 771-3 and BS EN 771-4 for 

specifiers.

Use of t his document

As a guide, this part of BS 6073 takes the form of guidance and 

recommendations. It should not be quoted as if it were a specification 

and particular care should be taken to ensure that claims of compliance 

are not misleading.

Any user claiming compliance with this part of BS 6073 is expected to 

be able to justify any course of action that deviates from its 

recommendations.

Pr esent a t ional convent ions

The provisions in this standard are presented in roman (i.e. upright) 

type. Its recommendations are expressed in sentences in which the 

principal auxiliary verb is “should”.

Com m entary , ex planation  and general in form ative m ateria l is 

presen ted  in  sm aller  i ta lic ty pe, and does not constitu te a  

norm ative elem en t.

Cont r act ual and legal consider a t ions

This publication does not purport to include all the necessary provisions 

of a contract. Users are responsible for its correct application.

Compliance  w it h a  Br it ish St andar d cannot  confer  immunit y 

fr om legal obligat ions.
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